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USE WITH 2006 STANDARDS.

Add to SSP 56‑800.

Use when SSP 12‑003 is used.

Use when the Contractor furnishes aluminum signs.

SHEET ALUMINUM

Alloy and temper designations for sheet aluminum shall be in accordance with ASTM Designation:  B 209.

2

The Contractor shall furnish the Engineer a Certificate of Compliance in conformance with Section 6‑1.07, "Certificates of Compliance," of the Standard Specifications for the sheet aluminum.

3

Sheet aluminum shall be pretreated in accordance to ASTM Designation:  B 449.  Surface of the sheet aluminum shall be cleaned, deoxidized, and coated with a light and tightly adherent chromate conversion coating free of powdery residue.  The conversion coating shall be Class 2 with a weight between 10 milligrams per square foot and 35 milligrams per square foot, and an average weight of 25 milligrams per square foot.  Following the cleaning and coating process, the sheet aluminum shall be protected from exposure to grease, oils, dust, and contaminants.

4
Sheet aluminum shall be free of buckles, warps, dents, cockles, burrs, and defects resulting from fabrication.

5
Base plate for standard route marker shall be die cut.

