
10-3.__  COLORED CONCRETE BACKFILL 
The concrete backfill for the installation of fiber optic conduits in trench shall be a medium 

to dark, red color to clearly distinguish the concrete backfill from other concrete and soil.  The 
concrete shall be pigmented by the addition of commercial quality cement pigment to the 
concrete mix.  The red concrete pigment shall be LM Scofield Company; Orange Chromix 
Colorant;  Davis Colors;  or equal.  The concrete shall conform to the provisions in said Section 
90-10, "Minor Concrete." 

For trenches in pavement areas, only the top 4 inch of concrete backfill will be required to be 
pigmented concrete.  At the option of the Contractor, the full depth may have the pigment. 
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