
Pavement Program – Division of Maintenance   
 

Rubberized Hot Mix Asphalt (RHMA) 

Why Use RHMA? 

Assembly Bill 338 (2005) requirements 

 2007 target: 6.62 lb/metric ton (20%) 
 2010 target: 8.27 lb/metric ton (25%) 
 2013 target: 11.58 lb/metric ton (35%)  
 2015 target: 50 percent 

Caltrans Experience 

 Caltrans uses RHMA in asphalt pavements since early 1970’s 
 RHMA has been used in both chips seals and hot mix asphalt 

RHMA Usage by Caltrans 

 

2008‐2010 RHMA Usage by District 
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2015 Goal: 50 percent

Average: 27.4 percent


